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1. Chamical Composition Analy sis:
Tost mathod: GBET 11170-2008
Elamant c Si i P L] or Mi
Tha regulaiion of
18.00~ B.00~
0eCr1aNit10 in GB'T | =0.080 =1.00 =2.00 =045 =000 - i
L ]
2087 8-2007 %
Rasull,% 0.038 0.31 1.24 0.022 0.003 18.30 B.0
Conclusion Pass Pass Pass Pass Pass Pass Pass
MNote: The regulaton of 0SCH18MNI10 In GBT 20878-2007 was approximately equal o the regulation
of SUS 34 in JIS G4303-2012.
2. Pull Tast

Tast method: accord to the client’s requiremeant, fix tha sampie on the test maching as phoio 2, load

pull force as a speed of 12mm'min (il destroyed .Daterming the maximum force.

Tas Rasult:
Madimum forca(kMN) Dwstroyed part
] Parent metal
Tasl curve: .
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